Intertek Testing Services Ltd., Shanghai

Intertek TFH Division

Block B, Jinling Business Square No.801 Yi Shan Road,
Shanghai, China, 200233

Teb +86 21 6120 6565

Fax: +86 21 6127 9740

E-mail: labtest.shanghai@intertek.com

www intertek.com

www.intertek-labtest.com.cn

China Toll-Free: 800 999 1338

TEST REPORT NUMBER: SHJ0020932

APPLICANT: ORIENTAL TRADING COMPANY INC DATE: SEP 24, 2007
4206 SOUTH 108TH STREET, OMAHA,
NEBRASKA 68137, USA.

SAMPLE DESCRIPTION:
ONE (1) SUBMITTED SAMPLE SAID TO BE

ITEM NAME : HIGHSMITH TEEN CELL PHONE.
OTC ITEM NO. : 41431.
P.O. NO. : 674757,

COUNTRY OF ORIGIN
QUANTITY

***********************************************************************

TESTS CONDUCTED:
AS REQUESTED BY THE APPLICANT, FOR DETAILS REFER TO ATTACHED PAGE (8S)

***********************************************************************

TO BE CONTINUED

PREPARED AND CHECKED BY:
FOR INTERTEK TESTING SERVICES

AUTHORIZED BY:
FOR INTERTEK TESTING SERVICES

LTD., SHANGHAI LTD., SHANGHAI
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ROGER ZHANG
TOY DIVISION MANAGER

STEPHEN TSANG
GENERAL MANAGER
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lntertEk TFH Division
Block B, Jinling Business Square,No.801 Yi Shan Road,

Shanghai, China. 200233

Tel: +86 21 6120 6565

Fax: +86 21 6127 9740

E-mail: labtest. shanghai@intertek.com
www intertek.com
www.intertek-labtest.com.cn

China Toll-Free: 800 999 1338

TEST REPORT NUMBER: SHJ0020932

TESTS CONDUCTED

EXECUTIVE SUMMARY:

RECOMMENDED AGE GROUP FOR TESTING : FOR AGES OVER 3.

RESULTS OF TESTS REQUESTED BY APPLICANT ARE SUMMARIZED AS FOLLOWS
SUBJECT TO THE INFORMATION STATED IN THE REMARK

TEST ITEMS RESULTS

AS PER OTC’S REQUIREMENTS WITH REFERENCE TO ASTM F963-07""

- PHYSICAL AND MECHANICAL TESTS PASS

-  FLAMMABILITY TEST OF MATERIALS OTHER THAN PASS
TEXTILES

- TOXIC ELEMENTS TEST ON PAINT PASS

- 16 CFR 1303 TOTAL LEAD CONTENT
- ASTM F963 SOLUBLE HEAVY METAL CONTENT

REMARK
(1) APPLICABLE SECTIONS FOR ASTM PHYSICAL AND MECHANICAL TESTS : -

SECTION 4.1 - MATERIAL QUALITY (VISUAL CHECK)
SECTION 4.6 - SMALL OBJECTS

SECTION 4.7 - ACCESSIBLE EDGES

SECTION 4.9 - ACCESSIBLE POINTS

(2) THE SUBMITTED SAMPLE WAS UNDERGONE THE TESTS IN ACCORDANCE WITH
SECTION 8.5 THROUGH SECTION 8.18 AND 8.20 THROUGH 8.25 ON NORMAL
USE, ABUSE AND SPECIFIC TESTS FOR DIFFERENT TYPES OF TOYS
WHICHEVER IS APPLICABLE.

(3) AS REQUESTED BY APPLICANT, SECTIONS 4.12 PACKAGING FILM; 4.18
HOLES, CLEARANCE, AND ACCESSIBILITY OF MECHANISMS, AND 4.25.5 SMALL
PART BATTERIES WERE NOT ASSESSED.

ASSESSMENT ON AGE WARNING LABEL: -

ASSESSMENT INDICATES THAT A SMALL PART WARNING LABEL OF U.S. CODE OF
FEDERAL REGULATIONS TITLE 16 PART 1500.19 IS APPLICABLE TO THE
SUBMITTED SAMPLES.

**********************************************************************

TO BE CONTINUED
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Intertek Testing Services Ltd., Shanghai



intertek Testing Services Ltd., Shanghai

Intertek TFH Division
Block B, Jinling Business Square.No.801 Yi Shan Road.

Shanghai, China, 200233

Tel: +86 21 6120 6565

Fax: +86 21 6127 9740

E-mail: labtest.shanghai@intertek.com
www.intertek.com
www.intertek-labtest.com.cn

China Toll-Free: 800 999 1338

TEST REPORT NUMBER: SHJ0020932

TESTS CONDUCTED
RECOMMENDED LABELLING: -
BASED ON THE DESIGN & CHARACTERISTICS OF SUBMITTED SAMPLES, BELOW
LISTED LABELING AND/CR STATEMENT SHOULD BE MARKED.
- APPROPRIATE LABEL AGE GRADING
- NAME AND ADDRESS OF PRODUCER OR DISTRIBUTOR

- COUNTRY OF ORIGIN

1 OTC TOXIC ELEMENTS ANALYSIS ON SURFACE COATINGS

WITH REFERENCE TO SECTION 4.3.5 OF THE ASTM STANDARD CONSUMER
SAFETY SPECIFICATION ON TOY SAFETY F963. ACID DIGESTION AND
EXTRACTION METHODS WERE USED AND TOXIC ELEMENTS CONTENT WERE
DETERMINED BY INDUCTIVELY COUPLED PLASMA SPECTROMETRY.

RESULT IN ppm LIMIT

ppn

TOTAL LEAD (Pb) <10 600
SOL. BARIUM (Ba) <5 1000
SOL. LEAD (Pb) <5 90
SOL. CADMIUM (Cd) <5 75
SOL. ANTIMONY (Sb) <5 60
SOL. SELENIUM (Se) <5 500
SCL. CHROMIUM (Cr) <5 60
SOL. MERCURY (Hg) <5 60
SOL. ARSENIC (As) <2.5 25

SOL. = SOLUBLE
< = LESS THAN
ppm = PARTS PER MILLION BASED ON DRY WEIGHT OF SAMPLE = mg/kg

TESTED COMPONENT : BLACK PAINT.

ONLY THE ABOVE SELECTED COMPONENT WAS SUBJECTED TO TEST, AS PER
OTC REQUESTED.

DATE SAMPLE RECEIVED : SEP.17, 2007
TESTING PERIOD : SEP.17, 2007 TO SEP.20, 2007
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END OF REPORT
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Intertek

Hong Kong Government Recognized Service Supplier
Approved Laboratory of The Woolmark Company

Members of :
American National Standards Institute Hong Kong Association for Testing, Inspection and Certification Limited
American Society for Testing and Materials Hong Kong Toys Council
British Standards Institute
TEST REPORT NUMBER: HJ00584297
APPLICANT: ORIENTAL TRADING CO INC DATE: Aug 13, 2007
4206 SOUTH 108TH ST
OMAHA
NEBRASKA 68137
USA

SAMPLE DESCRIPTION:
ONE (1) SUBMITTED SAMPLE SAID TO BE

ITEM NAME : HIGHSMITH INSECT FINGER.

OTC ITEM NO. : 41821.

COUNTRY OF ORIGIN : CHINA.

QUANTITY : 12 PIECES WITH 6 ASSORTED STYLES.

***********************************************************************

TESTS CONDUCTED:
AS REQUESTED BY THE APPLICANT, FOR DETAILS REFER TO ATTACHED PAGE(S)

********************************************‘k*************************

FOR AND ON BEHALF OF
INTERTEK TESTING SERVICES HK LTD.

N

KAREN S.C. NG
GENERAL MANAGER
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Intertek Testing Services Hong Kong Ltd.
2/F., Garment Centre, 576 Castle Peak Road, Kowloon, Hong Kong.
Tel: (852) 2173 8888 Fax: (852) 2786 1903 Website: www .intertek.com



Intertek

Hong Kong Government Recognized Service Supplier
Approved Laboratory of The Woolmark Company

Members of :
American National Standards Institute Hong Kong Association for Testing, Inspection and Certification Limited
American Society for Testing and Materials Hong Kong Toys Council

British Standards Institute

TEST REPORT NUMBER: HJ00584297

TESTS CONDUCTED

EXECUTIVE SUMMARY:

RECOMMENDED AGE GROUP FOR TESTING : FOR AGES OVER 3.

RESULTS OF TESTS REQUESTED BY APPLICANT ARE SUMMARIZED AS FOLLOWS
SUBJECT TO THE INFORMATION STATED IN THE REMARK

TEST ITEMS RESULTS

AS

PER OTC’S REQUIREMENTS WITH REFERENCE TO ASTM F963-07

PHYSICAL AND MECHANICAL TESTS PASS

FLAMMABILITY TEST OF MATERIALS OTHER THAN PASS
TEXTILES

TOXIC ELEMENTS TEST ON SURFACE COATINGS (IN
COMPOSITE)

- 16 CFR 1303 TOTAL LEAD CONTENT

- ASTM F963 SOLUBLE HEAVY METAL CONTENT

PASS

REMARK

(1)

(3)

APPLICABLE SECTIONS FOR ASTM PHYSICAL AND MECHANICAL TESTS : -

SECTION 4.1 - MATERIAL QUALITY (VISUAL CHECK)
SECTION 4.7 - ACCESSIBLE EDGES
SECTION 4.9 -~ ACCESSIBLE POINTS

THE SUBMITTED SAMPLE WAS UNDERGONE THE TESTS IN ACCORDANCE WITH
SECTION 8.5 THROUGH SECTION 8.18 AND 8.20 THROUGH 8.25 ON NORMAL
USE, ABUSE AND SPECIFIC TESTS FOR DIFFERENT TYPES OF TOYS
WHICHEVER IS APPLICABLE.

AS REQUESTED BY APPLICANT, SECTIONS 4.12 PACKAGING FILM; 4.18
HOLES, CLEARANCE, AND ACCESSIBILITY OF MECHANISMS, AND 4.25.5 SMALL
PART BATTERIES WERE NOT ASSESSED.
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Intertek Testing Services Hong Kong Ltd.
2/F., Garment Centre, 576 Castle Peak Road, Kowloon, Hong Kong.
Tel (852) 2173 8888 Fax: (852) 2786 1903 Website: www.intertek.com



Intertek

Hong Kong Government Recognized Service Supplier
Approved Laboratory of The Woolmark Company

Members of :
American National Standards Institute Hong Kong Association for Testing, Inspection and Certification Limited
American Society for Testing and Materials Hong Kong Toys Council
British Standards Institute
TEST REPORT NUMBER: HJ00584297

TESTS CONDUCTED
ASSESSMENT ON AGE WARNING LABEL: -

AGE WARNING LABEL OF U.S. CODE OF FEDERAL REGULATIONS TITLE 16 PART
1500.19 IS NOT APPLICABLE TO THE SUBMITTED SAMPLES.

RECOMMENDED LABELLING: -

BASED ON THE DESIGN & CHARACTERISTICS OF SUBMITTED SAMPLES, BELOW
LISTED LABELING AND/OR STATEMENT SHOULD BE MARKED.

- APPROPRIATE LABEL AGE GRADING
- NAME AND ADDRESS OF PRODUCER OR DISTRIBUTOR
— COUNTRY OF ORIGIN

DATE SAMPLE RECEIVED : AUG 07, 2007
TESTING PERIOD : AUG 07, 2007 TO AUG 11, 2007

***********************************************************************
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Intertek Testing Services Hong Kong Ltd.
2/F., Garment Centre, 576 Castle Peak Road, Kowloon, Hong Kong.
Tel: (852) 2173 8888 Fax: (852) 2786 1903 Woebsite: www.intertek.com



Intertek

Hong Kong Government Recognized Service Supplier
Approved Laboratory of The Woolmark Company

Members of :
American National Standards Institute Hong Kong Association for Testing, Inspection and Certification Limited
American Society for Testing and Materials Hong Kong Toys Council
British Standards Institute
TEST REPORT NUMBER: HJ00584297

TESTS CONDUCTED

1 OTC_TOXIC ELEMENTS ANALYSIS ON SURFACE COATINGS

WITH REFERENCE TO SECTION 4.3.5 OF THE ASTM STANDARD CONSUMER
SAFETY SPECIFICATION ON TOY SAFETY F963. ACID DIGESTION AND
EXTRACTION METHODS WERE USED AND TOXIC ELEMENTS CONTENT WERE
DETERMINED BY INDUCTIVELY COUPLED PLASMA SPECTROMETRY.

LIMIT
RESULT IN ppm ppm
TOTAL LEAD (Pb) 47 600
SOL. BARIUM (Ba) <5 1000
SOL. LEAD (Pb) <5 90
SOL. CADMIUM (Cd) <5 75
SOL. ANTIMONY (Sb) <5 60
SOL. SELENIUM (Se) <5 500
SOL. CHROMIUM (Cr) <5 60
SOL. MERCURY (Hg) <5 60
SOL. ARSENIC (As) <2.5 25

SOL. = SOLUBLE
< = LESS THAN
ppm = PARTS PER MILLION

TESTED COMPONENT : COMPOSITE COATINGS ON SUBMITTED SAMPLE.

ONLY THE ABOVE SELECTED COMPONENT WAS SUBJECTED TO TEST, AS PER
OTC REQUESTED.

DATE SAMPLE RECEIVED : AUG 07, 2007
TESTING PERIOD : AUG 07, 2007 TO AUG 10, 2007

***************************‘k******************************************

END OF REPORT
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Intertek Testing Services Hong Kong Ltd.

2/F,, Garment Centre, 576 Castle Peak Road, Kowloon, Hong Kong.
Tel: (852) 2173 8888 Fax: (852) 2786 1903 Website: www.intertek.com



Intertek

TEST REPORT NUMBER : THJ0051879

APPLICANT: ORIENTAL TRADING COMPANY INC. DATE : AUG 15, 2007
4206 SOUTH 108TH STREET
OMAHA NEBRASKA 68137 USA

SAMPLE DESCRIPTION:
ONE GROUP OF SUBMITTED SAMPLES SAID TO BE

ITEM NAME : 1-1/2” GROWING INSECTS 9 ASST’'D DESIGNS IN 7
ASST'D COLORS

QTC ITEM NO. ¢ 48149

P.O. NO. : 678675

QUANTITY : 6 PIECES

COUNTRY OF ORIGIN : TAIWAN

DATE SAMPLE RECEIVED : AUG 08, 2007

DATE TEST STARTED : AUG 09, 2007

***************************************************************************

TEST CONDUCTED:
AS REQUESTED BY THE APPLICANT, FOR DETAILS PLEASE REFER TO ATTACHED PAGE.
e

***************************************************************************

AUTHORIZED BY:
ON BEHALF OF INTERTEK TESTING SERVICES
TAIWAN LIMITED

THIS REPORT SHALL NOT BE REPRODUCED
K. Y. LIANG EXCEPT IN FULL, WITHOUT THE WRITTEN
DIRECTOR APPROVAL OF THE LABORATORY.

PAGE 1 OF 2
Intertek Testing Services Talwan Ltd.
8/F., No. 423, Ruiguan Road Nexhu Distri Tai})en 114, Taiwan, R.0.C
SRR R R L =)

114 ﬁjhﬁﬁ%(ﬂhﬁj‘c% 4238 84k
Tel: (+886-2) 6602-2888 2797-8885 Fax: (+886-2) 6602-2410



Intertek

NUMBER: THJ0051879

EXECUTIVE SUMMARY
RECOMMENDED AGE GROUP FOR TESTING : FOR AGES OVER 3 YEARS

RESULTS OF TESTS REQUESTED BY APPLICANT ARE SUMMARIZED AS FOLLOWS SUBJECT TO
THE INFORMATION STATED IN THE REMARK

TEST ITEMS RESULTS

AS PER OTC’'S REQUIREMENTS WITH REFERENCE TO ASTM F963-07

- PHYSICAL AND MECHANICAL TESTS PASS

- FLAMMABILITY TEST OF MATERIALS OTHER THAN TEXTILES PASS

- TOXIC ELEMENTS TEST ON SURFACE COATINGS (IN NOT APPLICABLE
COMPOSITE)
- 16 CFR 1303 TOTAL LEAD CONTENT
- ASTM F963 SOLUBLE HEAVY METAL CONTENT

REMARK

(1) APPLICABLE SECTIONS FOR ASTM PHYSICAL AND MECHANICAL TESTS : -

SECTION 4.1 - MATERIAL QUALITY (VISUAL CHECK)
SECTION 4.6 - SMALL OBJECTS

SECTION 4.7 - ACCESSIBLE EDGES

SECTION 4.9 - ACCESSIBLE POINTS

(2) THE SUBMITTED SAMPLE WAS UNDERGONE THE TESTS IN ACCORDANCE WITH SECTION
8.5 THROUGH SECTION 8.18 AND 8.20 THROUGH 8.25 ON NORMAL USE, ABUSE AND
SPECIFIC TESTS FOR DIFFERENT TYPES OF TOYS WHICHEVER IS APPLICABLE.

(3) AS REQUESTED BY APPLICANT, SECTIONS 4.12 PACKAGING FILM AND 4.18 HOLES,
CLEARANCE, AND ACCESSIBILITY OF MECHANISMS, AND 4.25.5 SMALL PART
BATTERIES WERE NOT ASSESSED.

ASSESSMENT ON AGE WARNING LABEL

ASSESSMENT INDICATES THAT A SMALL PART WARNING LABEL OF U.S. CODE OF FEDERAL
REGULATIONS TITLE 16 PART 1500.19 IS APPLICABLE TO THE SUBMITTED SAMPLES.

RECOMMENDED LABELLING

BASED ON THE DESIGN & CHARACTERISTICS OF SUBMITTED SAMPLES, BELOW LISTED
LABELING AND /OR STATEMENT SHOULD BE MARKED.

APPROPRIATE LABEL AGE GRADING
NAME AND ADDRESS OF PRODUCER OR DISTRIBUTOR
COUNTRY OF ORIGIN
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END OF REPORT
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Intertek Testing Services Taiwan Ltd.
8/F., No. 423, Ruiguang Road, Neihu District, Taipei 114, Taiwan, R.O.C.
PO YU
114 AL POBBIR LM 423 31 8 58
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Intertek

TEST REPORT

Intertek Testing Services Ltd,, Shanghai
TFH Division

Block B, Jinling Business Square,No.801 Yi Shan Road.
Shanghai, China, 200233

Tel: +86 21 6120 6565

Fax: +86 21 6127 9740

£-mail: labtest.shanghai@intertek.com

www intertek.com

www intertek-labtest.com.cn

China Toll-Free: 800 999 1338

NUMBER: SHJ00126951

APPLICANT: ORIENTAL TRADING COMPANY INC DATE: JUL 23, 2007
4206 SOUTH 108TH STREET, OMAHA,

NEBRASKA 68137, USA.

SAMPLE DESCRIPTION:

ONE (1) SUBMITTED SAMPLE SAID TO BE

ITEM NAME . HIGHSMITH BOOKMARKS.
OTC ITEM NO. : 75635.
P.0O. NO. : 674756.
COUNTRY OF ORIGIN : CHINA.
QUANTITY 22»QCS.

************************************

TESTS CONDUCTED:

AS REQUESTED RY THE APPLICANT,

-k**********************************

FOR DETAILS REFER TO ATTACHED PAGE (S)

**********************************************************************

PREPARED AND CHECKED BY:
FOR INTERTEK TESTING SERVICES
LTD., SHANGHAI
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ROGER ZHANG
TOY DIVISION MANAGER

TO BE CONTINUED

AUTHORIZED BY:
FOR INTERTEK TESTING SERVICES
LTD., SHANGHAI

/
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o toen

STEPHEN TSANG
GENERAL MANAGER
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Intertek Testing Services Ltd., Shanghai

Intertek TFH Division
Block B, Jinling Business Square.No.801 Yi Shan Road,

Shanghai, China, 200233

Tel: +86 21 6120 6565

Fax: +86 216127 9740

E-mail: labtest. shanghai@intertek.com
www.intertek.com
www.intertek-labtest.com.cn

China Toll-Free: 800 999 1338

TEST REPORT NUMBER: SHJ0012691

TESTS CONDUCTED
EXECUTIVE SUMMARY:

RECOMMENDED AGE GROUP FOR TESTING : FOR AGES OVER 3.

RESULTS OF TESTS REQUESTED BY APPLICANT ARE SUMMARIZED AS FOLLOWS
SUBJECT TO THE INFORMATION STATED IN THE REMARK

TEST ITEMS RESULTS

AS PER OTC’'S REQUIREMENTS WITH REFERENCE TO CPSC REGULATIONS

- 16 CFR 1500.48 SHARP POINTS PASS

- 16 CFR 1500.49 SHARP EDGES NOT APPLICABLE

- 16 CFR 1501 SMALL PARTS NOT APPLICABLE

- 16 CFR 1500.3(c) (6) (vi) FLAMMABILITY TEST OF PASS
RIGID AND PLIABLE SOLIDS

- 16 CFR 1303 TOTAL LEAD CONTENT ON SURFACE PASS
COATINGS (IN COMPOSITE)

ASSESSMENT ON AGE WARNING LABEL: -
AGE WARNING LABEL OF U.S. CODE OF FEDERAL REGULATIONS TITLE 16 PART
1500.19 IS NOT APPLICABLE TO THE SUBMITTED SAMPLES.

RECOMMENDED LABELLING: -
BASED ON THE DESIGN & CHARACTERISTICS OF SUBMITTED GSAMPLES, BELOW
LISTED LABELING AND/OR STATEMENT SHOULD BE MARKED.

- APPROPRIATE LABEL AGE GRADING

- NAME AND ADDRESS OF PRODUCER OR DISTRIBUTOR

- COUNTRY OF ORIGIN
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TO BE CONTINUED
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intertek Testing Services Ltd., Shanghai

TFH Division
lntertek Block B, Jinling Business Square No.801 Yi Shan Road,

Shanghai, China, 200233

Tel: +86 21 6120 6565

Fax: +86 216127 9740

E-mail: tabtest.shanghai@intertek.com
www intertek.com

www intertek-labtest.com.cn

China Toll-Free: 800 999 1338

TEST REPORT NUMBER: SHJ0012691

TESTS CONDUCTED

1 OTC TOTAL LEAD (Pb) CONTENT ON SURFACE COATINGS (IN CCOMPOSITE)

WITH REFERENCE TO U.S. CODE OF FEDERAL REGULATIONS TITLE 16 PART
1303.

RESULT: <0.001%

LIMIT: 0.060%

< = LESS THAN

TESTED COMPONENT: COMPOSITE COATINGS ON SUBMITTED SAMPLE.

DATE SAMPLE RECEIVED : JUL.16, 2007
TESTING PERIOD : JUL.16, 2007 TO JUL.19, 2007
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END OF REPORT
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Intertek

Hong Kong Government Recognized Service Supplier
Approved Laboratory of The Woolmark Company

Memb f:
Ar?\rgri:a:rsa ?\Jational Standards Institute Hong Kong Association for Testing, Inspection and Certification Limited
American Society for Testing and Materials Hong Kong Toys Council
British Standards Institute
TEST REPORT NUMBER: HJ00580921
APPLICANT: ORIENTAL TRADING CO INC DATE: Aug 01, 2007
4206 SOUTH 108TH ST
OMAHA
NEBRASKA 68137
USA

SAMPLE DESCRIPTION:
ONE (1) SUBMITTED SAMPLE SAID TO BE

ITEM NAME : HIGHSMITH READING BUG WATER BOTTLE.
OTC ITEM NO. : 26/1680-H2.
COUNTRY OF ORIGIN : CHINA.
QUANTITY : 6 PIECES.
[ SETS TS

***********************************************************************

TESTS CONDUCTED:
AS REQUESTED BY THE APPLICANT, FOR DETAILS REFER TO ATTACHED PAGE (3)

*****v\—*************‘k*******‘k******************************************

FOR AND ON BEHALF OF
INTERTEK TESTING SERVICES HK LTD.

Y

KAREN S.C. NG
GENERAL MANAGER

PAGE 1 OF 5

Intertek Testing Services Hong Kong Ltd.
2/F., Garment Centre, 576 Castle Peak Road, Kowloon, Hong Kong.
Tel: (852) 2173 8888 Fax: (852) 2786 1903 Waebsite: www.intertek.com



Intertek

Hong Kong Government Recognized Service Supplier
Approved Laboratory of The Woolmark Company

Members of :

American National Standards Institute Hong Kong Association for Testing, Inspection and Certification Limited
American Society for Testing and Materials Hong Kong Toys Council
British Standards Institute
TEST REPORT NUMBER: HJO00580921

TESTS CONDUCTED
EXECUTIVE SUMMARY:

RECOMMENDED AGE GROUP FOR TESTING : FOR AGES OVER 3.

RESULTS OF TESTS REQUESTED BY APPLICANT ARE SUMMARIZED AS FOLLOWS
SUBJECT TC THE INFORMATION STATED IN THE REMARK

TEST ITEMS RESULTS

AS PER OTC’S REQUIREMENTS WITH REFERENCE TO CPSC REGULATIONS

- 16 CFR 1500.48 SHARP POINTS PASS

- 16 CFR 1500.49 SHARP EDGES NOT APPLICABLE

- 16 CFR 1501 SMALL PARTS NOT APPLICABLE

- 16 CFR 1500.3(c) (6) (vi) FLAMMABILITY TEST OF PASS
RIGID AND PLIABLE SOLIDS

- 16 CFR 1303 TOTAL LEAD CONTENT ON PAINT PASS

OTHER TESTS

- PULL TOP TEST FOR WATER BOTTLE PASS

- LEAKAGE PERFORMANCE FOR WATER BOTTLE PASS

ASSESSMENT ON AGE WARNING LABEL: -

AGE WARNING LABEL OF U.S. CODE OF FEDERAL REGULATIONS TITLE 16 PART
1500.19 IS NOT APPLICABLE TO THE SUBMITTED SAMPLES.

RECOMMENDED LABELLING: -

BASED ON THE DESIGN & CHARACTERISTICS OF SUBMITTED SAMPLES, BELOW
LISTED LABELING AND/OR STATEMENT SHOULD BE MARKED.

- APPROPRIATE LABEL AGE GRADING

- NAME AND ADDRESS OF PRODUCER OR DISTRIBUTOR

- COUNTRY OF ORIGIN

- “WASH THE PRODUCT THOROUGHLY BEFORE AND AFTER EACH USE”

DATE SAMPLE RECEIVED : JUL 24, 2007
TESTING PERIOD : JUL 24, 2007 TO JUuL 31, 2007
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Intertek Testing Services Hong Kong Ltd.

2/F., Garment Centre, 576 Castle Peak Road, Kowloon, Hong Kong.
Tel: (852) 2173 8888 Fax: (852) 2786 1903 Website: www.intertek.com



Intertek

Hong Kong Government Recognized Service Supplier
Approved Laboratory of The Woolmark Company

Members of :
American National Standards Institute Hong Kong Association for Testing, Inspection and Certification Limited
American Society for Testing and Materials Hong Kong Toys Council

British Standards Institute

TEST REPORT NUMBER: HJO00580921

TESTS CONDUCTED

1 PULL TEST ON POP UP TOP OF WATER BOTTLE

AS PER APPLICANT REQUESTS AND WITH REFERENCE TO TEST METHOD OF

SECTION 8.9 OF THE ASTM STANDARD CONSUMER SAFETY SPECIFICATION ON
TOY SAFETY F963.

TENSILE FORCE: 15 1bf.

NO. OF TESTED SAMPLES : THREE (3) PIECES.

RESULT : AFTER TESTING, NO FRACTURE NOR BREAKAGE WAS FOUND ON THE
SUBMITTED SAMPLES.

DATE SAMPLE RECEIVED : JUL 24, 2007
TESTING PERIOD : JUL 24, 2007 TO JUL 31, 2007
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Intertek Testing Services Hong Kong Ltd.
2/F., Garment Centre, 576 Castle Peak Road, Kowloon, Hong Kong.

Tel: (852) 2173 8888 Fax: (852) 2786 1903 Website: www.intertek.com



Intertek

Hong Kong Government Recognized Service Supplier
Approved Laboratory of The Woolmark Company

Members of :
American National Standards Institute Hong Kong Association for Testing, Inspection and Certification Limited
American Society for Testing and Materials Hong Kong Toys Council

British Standards Institute

TEST REPORT NUMBER: HJ00580921

TESTS CONDUCTED

2

OTC TOTAL LEAD (Pb) CONTENT ON PAINT

WITH REFERENCE TO U.S. CODE OF FEDERAL REGULATIONS TITLE 16 PART
1303, ACID DIGESTION METHOD WAS USED AND THE TOTAL LEAD CONTENT WAS
DETERMINED BY INDUCTIVELY COUPLED ARGON PLASMA SPECTROPHOTOMETRY .

RESULT : LESS THAN 0.001%

LIMIT : 0.060%

Q

% = PERCENTAGE BASED ON DRY WEIGHT OF TESTING SAMPLE

ONLY THE ABOVE SELECTED COMPONENT WAS SUBJECTED TO TEST, AS PER
OTC REQUESTED.

DATE SAMPLE RECEIVED : JUL 24, 2007
TESTING PERIOD : JUL 24, 2007 TO JUL 24, 2007
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Intertek Testing Services Hong Kong Ltd.

2/F., Garment Centre, 576 Castle Peak Road, Kowloon, Hong Kong.
Tel (852) 2173 8888 Fax: (852) 2786 1903 Website: www.intertek.com



Intertek

Hong Kong Government Recognized Service Supplier
Approved Laboratory of The Woolmark Company

Members of :

American National Standards Institute Hong Kong Association for Testing, Inspection and Certification Limited
American Society for Testing and Materiais Hong Kong Toys Council
British Standards Institute
TEST REPORT NUMBER: HJ00580921

TESTS CONDUCTED

3 LEAKAGE PERFORMANCE FOR WATER BOTTLE

TEST STANDARD : IN HOUSE METHOD PER THE APPLICANT’S SPECIFICATION

TEST METHOD

1. THE SUBMITTED WATER BOTTLE WAS FILLED WITH WATER AT
APPROXIMATELY 22°C TO ITS MAXIMUM CAPACITY.

2. THE SPOUT WAS CLOSED AND THE LID WAS TIGHTENED WITH A TORQUE
OF 2Nm.

THE BOTTLE WAS INVERTED UPSIDE-DOWN FOR 5 MINUTES.

OBSERVATION WAS MADE FOR ANY LEAKAGE FROM THE LID AND SPOUT AT
THE END OF THE TEST.

W

NUMBER OF SAMPLES TESTED : THREE (3) PIECES.

RESULT:

NO VISIBLE LEAKAGE WAS OBSERVED ON ALL THE TESTED SAMPLES AFTER
TESTING.

DATE SAMPLE RECEIVED : JUL 24, 2007
TESTING PERIOD : JUL 24, 2007 TO JUL 25, 2007
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Memb f:
A;Zrigz ?\lational Standards Institute Hong Kong Association for Testing, Inspection and Certification Limited
American Society for Testing and Materials Hong Kong Toys Council
British Standards Institute
TEST REPORT NUMBER: HJ00615152
APPLICANT: ORIENTAL TRADING CO INC DATE: Nov 03, 2007
4206 SOUTH 108TH ST
OMAHA
NEBRASKA 68137
USA

SAMPLE DESCRIPTION:
ONE (1) SUBMITTED SAMPLE SAID TO BE :
ITEM NAME : HIGHSMITH BUG SLAP BRACELET.

OTC ITEM NO. : 49117.
COUNTRY OF ORIGIN : CHINA,
QUANTITY : 3 PIECES.
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TESTS CONDUCTED:
AS REQUESTED BY THE APPLICANT, FOR DETAILS REFER TO ATTACHED PAGE(S)
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FOR AND ON BEHALF OF
INTERTEK TESTING SERVICES HK LTD.

A

KAREN S.C. NG
GENERAL MANAGER
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Members of :
American National Standards Institute Hong Kong Association for Testing, Inspection and Certification Limited
American Society for Testing and Materials Hong Kong Toys Council
British Standards Institute
TEST REPORT NUMBER: HJ00615152

TESTS CONDUCTED

EXECUTIVE SUMMARY :

RECOMMENDED AGE GROUP FOR TESTING : FOR AGES OVER 3.

RESULTS OF TESTS REQUESTED BY APPLICANT ARE SUMMARIZED AS FOLLOWS
SUBJECT TO THE INFORMATION STATED IN THE REMARK

TEST ITEMS RESULTS

AS PER OTC’S REQUIREMENTS WITH REFERENCE TO CPSC REGULATIONS

- 16 CFR 1500.48 SHARP POINTS PASS

- 16 CFR 1500.49 SHARP EDGES PASS

- 16 CFR 1501 SMALL PARTS NOT APPLICARBLE

- 16 CFR 1500.3(c) (6) (vi) FLAMMABILITY TEST OF PASS
RIGID AND PLIABLE SOLIDS

- 16 CFR 1303 TOTAL LEAD CONTENT ON SURFACE NOT APPLICABLE
COATINGS (IN COMPOSITE)

OTHER TEST

- LEAD CONTENT ON JEWELLERY - CALIFORNIA (AB1681) PASS

ASSESSMENT ON AGE WARNING LABEL: -

AGE WARNING LABEL OF U.S. CODE OF FEDERAL REGULATIONS TITLE 16 PART
1500.19 IS NOT APPLICABLE TO THE SUBMITTED SAMPLES.

RECOMMENDED LABELLING: -

BASED ON THE DESIGN & CHARACTERISTICS OF SUBMITTED SAMPLES, BELOW
LISTED LABELING AND/OR STATEMENT SHOULD BE MARKED.

- APPROPRIATE LABEL AGE GRADING
- NAME AND ADDRESS OF PRODUCER OR DISTRIBUTOR
- COUNTRY OF ORIGIN

DATE SAMPLE RECEIVED : OCT 22, 2007
TESTING PERICD : OCT 22, 2007 TO NOV 01, 2007
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Members of :
American National Standards institute Hong Kong Association for Testing, Inspection and Certification Limited
American Society for Testing and Materials Hong Kong Toys Council

British Standards Institute

TEST REPORT NUMBER: HJ00615152

TESTS CONDUCTED

1

OTC’S LEAD (Pb) CONTENT REQUIREMENT ON JEWELLERY - CALIFORNIA

WITH REFERENCE TO CALIFORNIA REQUIREMENT (AB1681) & US EPA METHOD
3050B/3051, ACID DIGESTION METHOD WAS USED AND LEAD CONTENT WAS
DETERMINED BY INDUCTIVELY COUPLED ARGON PLASMA SPECTROMETRY.

(I) PLASTIC COMPONENT

TESTED COMPONENT RESULT % LIMIT IN %

o

(6) 0.011 0.060

(IT) OTHER COMPONENTS #

TESTED COMPONENT RESULT % LIMIT IN %
(1) <0.001 0.020
(2) <0.001 0.020
(3) <0.001 0.020
(4) <0.001 0.020
(5) <0.001 0.020

REMARK : < = LESS THAN

# = COMPONENTS OTHER THAN SURFACE COATING, METAL
COMPONENTS & PLASTIC COMPONENTS.

TESTED COMPONENTS

GREEN / WHITE FABRIC BRACELET.

BLACK THREAD (EYE).

RED THREAD (BODY) .

GREEN THREAD (BODY) .

WHITE THREAD (BODY).

YELLOW PLASTIC SHEET WITH WHITE WOVEN.

U W

(
(
(
(
(
(

ONLY THE ARBOVE SELECTED COMPONENTS WERE SURBJECTED TO TEST, AS PER
OTC REQUESTED.

DATE SAMPLE RECEIVED : OCT 22, 2007
TESTING PERIOD : OCT 22, 2007 TO NOV 01, 2007
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